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ABSTRACT: This paper describes charge transport by tunneling
across self-assembled monolayers (SAMs) of thiol-terminated
derivatives of oligo(ethylene glycol) (HS(CH,CH,0),CHs;;
HS(EG),CH,); these SAMs are positioned between gold bottom
electrodes and Ga,0;/EGaln top electrodes. Comparison of the
attenuation factor (8 of the simplified Simmons equation) across
these SAMs with the corresponding value obtained with length-
matched SAMs of oligophenyls (HS(Ph),H) and n-alkanethiols
(HS(CH,),H) demonstrates that SAMs of oligo(ethylene glycol)
have values of § (Bgg), = 0.29 + 0.02 N, and B =024 + 0.01
A™") indistinguishable from values for SAMs of oligophenyls

(Beny, = 0.28 £ 0.03 A™"), and significantly lower than those of SAMs of n-alkanethiolates (IB(CHZ)n =0.94 +0.02 n,
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+ 0.03 A™"). There are two possible origins for this low value of 5. The more probable involves hole tunneling by superexchange,
which rationalizes the weak dependence of the rate of charge transport on the length of the molecules of HS(EG),CH; using
interactions among the high-energy, occupied orbitals associated with the lone-pair electrons on oxygen. Based on this
mechanism, SAMs of oligo(ethylene glycol)s are good conductors (by hole tunneling) but good insulators (by electron and/or
hole drift conduction). This observation suggests SAMs derived from these or electronically similar molecules are a new class of
electronic materials. A second but less probable mechanism for this unexpectedly low value of §§ for SAMs of S(EG),CHj rests on
the possibility of disorder in the SAM and a systematic discrepancy between different estimates of the thickness of these SAMs.

B INTRODUCTION

Determining the relationship between the structure of the
molecules that make up self-assembled monolayers (SAMs)
and the shape of the tunneling barrier that these molecules
generate is an area of active research and a part of the broader
area of “molecular electronics”.'™"* Our studies have used a
junction with the structure M/A-R-T//Ga,0;/EGaln (where A
is the group anchoring the molecules of the SAM to the metal
M, R is the backbone of the molecule making up the SAM, T is
the terminal group, and EGaln is a eutectic alloy of gallium and
indium. For n-alkanethiolates, for example, A = S, R = (CH,),,
and T = CHj; or H, depending on the data being considered.
Studies of a range of SAMs based on n-alkanethiolates with
different terminal groups (both aliphatic and aromatic), and
having the same overall length, have shown remarkably little
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variation in tunneling current;'>'® inclusion of groups capable
of extended delocalization do lower the barrier to tunnel-
ing, 1720

This study focuses on the influence of the energy levels of
backbone substituents with high-lying occupied orbitals on the
height of the tunneling barrier and rates of charge transport.
We replaced backbone methylene groups (—CH,—) with
oxygen atoms and analyzed the influence of this substitution on
the rate of charge transport. The work is complementary to our
recently described measurements of charge transport by
tunneling across SAMs of short oligoglycines, where the
presence of consecutive amide (—(NHCH,CO),—) bonds (n =
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1-5) in a molecule (e.g, (Gly),) lowered the height of the
tunneling barrier relative to length-matched n-alkanethiolates
and resulted in a decrease in the measured values of f# of the

simplified Simmons equation from Sy, = 0.94 Nyom 1O

ﬂGlyn = 0.50 natom_l'21

We measured rates of charge transport across SAMs
containing oligomers of ethylene glycol (HS(CH,CH,0),CHs;
HS(EG),CHj, see Figure 1) and compared these rates to rates
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Figure 1. (a) Trans-extended representation of mercapto-oligo-
(ethylene glycol)s used to form SAMs on Au™®. EG indicates ethylene
glycol; n = number of EG units. When the molecules of oligo(ethylene
glycol)s are present in a SAM, their structure is noncrystalline and
adopts both (b) all-trans and (c) all-helix conformations. The depicted
conformation was calculated using DFT with B3LYP and def2-SVP
functional, resolution-of-the-identity approximation (RI-]).

across n-alkanethiolates matched in the number of atoms along
the molecular backbone. Modeling of the oligo(ethylene

glycol)s bound to clusters of gold with Density Functional
Theory (DFT) predicts a characteristic set of high-lying,
delocalized, occupied molecular orbitals, which result from a
weak coupling between the lone-pair orbitals on neighboring
oxygen atoms in the backbone, and which are absent in n-
alkanethiolates. We associate this change in the electronic
topography of the tunneling barrier with a decrease in f
(Bicrpn = 094 nyon™" (077 A7)** and ey, = 0.29 nyiom ™
(024 A™")); (here n,,, is the number of non-hydrogen
atoms—C, N, and O—in the backbone of the extended
oligomer). Corresponding values of § for four different classes
of compounds are summarized in Table 1. Studying charge
tunneling across SAMs of oligo(ethylene glycol)s enabled us to
establish that the presence of multiple oxygen atoms in the
backbone substantially decreases f3 (relative to SAMs of length-
matched n-alkanethiolates). We suggest a rationalization of this
decrease based on high-energy, delocalized, occupied MOs
formed by superexchange interactions between neighboring
oxygen lone-pair orbitals (inferred from DFT results) as being
the probable origin of this effect. We discuss, but discount, the
possibility that an ambiguity in estimating the thickness of the
SAMs of HS(EG),CH, contributes to this estimate of /5.

B BACKGROUND

Charge Transport by Tunneling. Both the orbital
energies of the molecules composing the SAM and the
interfaces between the SAM and the electrodes influence the
rate of charge tunneling.”'”**~* The simplified Simmons
equation®® (eq 1) provides an approximate analytical para-
metrization of the rate of charge transport across the barrier
and predicts an exponential decay in current density with an
increasing width of the tunneling barrier, d.>*37 The value of d
is often estimated as the fully extended length (in A) of the
molecule from the anchoring atom bound to the bottom
electrode to the distal atom in contact with the Ga,0;/EGaln
top electrode, or as the number of repeating units or non-
hydrogen atoms in the backbone of the molecule (ie., the
number of carbon atoms in alkanethiols).

J(V) = J,(V) x 10774/23% (1)

The proper definition of d for molecules with multiple
possible conformations or molecules in disordered SAMs
requires an understanding of how rates of tunneling depend on
the conformation of the molecules within the SAM. Although
much is known about the influence of the conformation of
individual molecules on rates of charge transfer,”* ™" less is
known about the conformational effects of a collection of

Table 1. Summary of Values of 8 and J, for Different Classes of SAMs Measured on Au"® Surfaces”

Thiolated SAM on Au™ Structure = a — Jo (A/cm?)?
. natom_ ‘
n-alkane HS(CH,),H 0.77 + 0.03° 094 + 0.03 42 £02
oligophenyl HS(Ph),H 0.28 + 0.03 0.30 + 0.03% 27 £ 0.1
oligoglycine HS(CH,),(Gly),H 0.45 + 0.02" 0.50 = 0.02 28 +03
oligo(ethylene glycol) HS(EG),CH, 0.24 + 0.01 0.29 + 0.02 29 £ 0.1

“The =+ indicates the error calculated from the standard deviations of the Gaussian mean.'”*""** bLength (d) calculated in A for an all-trans-extended
conformation from the anchoring sulfur atom that chemically contacts to the surface of metal substrates to the distal hydrogen atom. “Length (d)
calculated based on the number of non-hydrogen atoms in the backbone of the molecule. #Values of J, are from extrapolation of the linear plots of
Figure 2, and are included only for completeness. Because all chains (other than n-alkanes) are heterogeneous, this extrapolation is not meaningful.

“Ref 23. A Ref 17. ¥Number of non-hydrogen atoms for each phenyl ring in the backbone is considered 4. FRef 21.
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molecules in the form of a SAM. An important question is,
“Does the rate of charge tunneling (assumed to be through
bond) depend on the conformation of the molecules through
which tunneling occurs?” This problem is one that has not, so
far, been solved (or even seriously addressed).

Although the relationship between the structure (molecular
and electronic) and shape of the tunneling barrier is not yet
completely defined theoretically, the value of f# can be used to
compare charge transport across different molecular systems.
The term Jo(V) is an empirical parameter—obtained through
extrapolation—that represents a more substantial (and less
easily simgliﬁed and interpreted) set of approximations than
does .>»*>" The interpretation of J, across these SAMs in
terms of molecular or molecular-orbital structure—especially
for molecules that are heterogeneous in molecular orbital
structure (e.g., (Gly), and (EG),)—is not, at present,
straightforward, and—for molecules with structures more
complex than n-alkanethiols—extrapolation to d = 0 will not
yield a meaningful value; we therefore focus our analysis on
differences in .

Superexchange Model of Hole Tunneling through
Oligo(ethylene glycol)s. The superexchange model™”™*" is a
simple atomistic model of tunneling through molecules. This
tunneling model predicts an exponential dependence of current
density with the length of the molecule and is compatible with
both the simplified Simmons equation (eq 1) and empirical
calculations.* It considers the molecule as a one-dimensional
chain of localized orbitals with relatively weak superexchange
couplings between them, usually due to interactions between
neighboring groups of the same type.*¥*** Specifically, in this
work, these localized orbitals are oxygen lone pairs in
oligo(ethylene glycol)s and peptide bond orbitals in oligo-
(glycine)s. The superexchange model was developed by
McConnell, Ratner, Nitzan, and co-workers™™* to describe
charge transport in peptides,”” and generally provides a
qualitative model for electronic conduction (hopping and
tunneling) across molecular systems. An independent deriva-
tion by E. G. Petrov using the framework of the band model for
semiconductors yields the same qualitative result.*® Due to its
conceptual simplicity, the superexchange model also provides
an interpretable relationship between the electronic structures
of the molecules and their tunneling properties. Perhaps even
more importantly, it provides a framework with which to
compare different classes of molecules.

We consider a linear chain of n identical units, with one
localized orbital per unit, interacting via superexchange with the
localized orbitals of the units to its immediate left and right.
The (hypothetical) energy of each localized orbital in the
absence of the couplings is called the local orbital energy &,
while the coupling strength between orbitals (in units of energy)
is denoted as V. Then, the orbital energies & of the MOs
resulting from superexchange couplings follow a characteristic
splitting pattern,*’

)

where the index j counts the MOs in the order of increasing
energy, n is the total number of units in the chain, and 7 is the
circle constant. The local orbital energy (in the absence of
coupling) &, and the coupling strength V are defined above. By
equating the predicted orbital energies ¢; with the energies of a
set of molecular orbitals (MOs) obtained from DFT

£ = 1, ., n

& + 2V cos(

n+1 ()
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calculations, we are able to extract the determining parameters
& and V.

We have previously applied superexchange model quantita-
tively to rationalize the rapid rate of tunneling across SAMs of
oligoglycines relative to n-alkanethiolates.”’ This model
suggested that the substantial couplings between the high-
energy occupied orbitals (through which hole tunneling occurs)
on the neighboring amide bonds of the oligoglycine molecules
were responsible for the experimentally observed rapid (relative
to n-alkanethiolates) rate of charge transport.”' As predicted by
Ratner, Nitzan, and co-workers, high tunneling rates are
achieved by (i) reducing the energy difference between the
local orbital energy &, and the Fermi level of the metal e; and
(i) increasing the coupling strength V.544% Here, we
investigate the applicability of the superexchange model to
hole tunneling across SAMs of oligo(ethylene glycol)s and
estimate the corresponding values of the parameters &, and V'
from the orbital energies of the MOs computed by DFT. (The
Supporting Information gives details of the DFT calculations
and the parameters of the superexchange model.)

Structure of SAMs of Oligo(ethylene glycol)s. We
formed thiolated monolayers composed of molecules of
oligo(ethylene glycol)s (e.g., HS(EG),CH;) and characterized
SAMs of them (n = 1—7) on surfaces of template-stripped™’
gold (Au™) using XPS, IRRAS, and static contact angles with
water. We relied on XPS to calculate the thickness of the SAMs
of HS(EG),CH; on Au™, and we compared these values of
thickness to lengths calculated assuming an all-trans-extended
conformation and an all-helical conformation (Figure S4).
When n = 2 and 3, the values of thickness are comparable to
the all-trans-extended lengths. When n > 3, the thicknesses are
comparable to the lengths calculated for a helical conformation,
suggesting a possible transition in structure with increasing
lengths units of ethylene glycol. This suggestion is in agreement
with observations from Vanderah et al”"** The results from
our structural analysis using IRRAS indicates the formation of
non-crystalline structures of chemisorbed molecules of ethylene
glycol on the surface over the entire range of n. The
heterogeneous structural conformation observed in the SAMs
of ethylene glycol produce variability in surface coverage and
effective film thickness, both of which are lower than the
corresponding values for highly ordered SAMs, such as n-
alkanethiolates of similar molecular length. The details of our
structural analysis are in the Supporting Information.

Meuse and co-workers studied the structural variation and
ordering of SAMs of oligo(ethylene glycol)s (HS(EG),CH,,
where n = 3—6, on Au) for potential applications in the
generation of protein resistant surfaces. Using reflection—
absorption infrared spectroscopy, spectroscopic ellipsometry,
and electrochemical impedance spectroscopy,””” their results
suggest that monolayers of oligo(ethylene glycol)s on Au are
oriented normal to the surface, regardless of the number of
units of ethylene glycol (from n = 3—6). When n < 5, they
observed the formation of amorphous structures with some all-
trans conformations, but little evidence of helical conforma-
tions. When n = S or 6, they observed the formation of highly
ordered helical structures.”

The upshot of these studies is that there is not uniform
agreement in the literature about the conformation of the
(EG), groups in SAMs. Our XPS work, carried out with
modern instruments (Thermo Scientific K-Alpha XPS) with a
good signal-to-noise ratio, clearly indicates conformations that
extend approximately perpendicular to the surface. Analysis by
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ellipsometry indicates thinner monolayers than expected based
on calculated lengths, but accurate ellipsometry on these very
thin films is difficult,”*® and we conclude that the values
calculated by XPS are correct for our system.

The influence of trans-extended vs helical conformation on
the orbital energy is not clear. DFT calculations show that the
local orbital energies &, of oxygen lone pairs and the coupling
strengths V are not significantly different between the trans-
extended and all-helical conformations of oligo(ethylene glycol)
chains (see Supporting Information).

B RESULTS AND DISCUSSION

Formation of SAMs. We formed SAMs of thiol-terminated
oligo(ethylene glycol)s on template-stripped gold substrate
(Au™)** by immersing the Au" substrates in a 3 mM ethanolic
solution® of thiol, purged with nitrogen, for 24 h at room
temperature. Immediately prior to electrical measurements, we
rinsed the SAMs with ethanol and removed the residual ethanol
by evaporation under a gentle stream of nitrogen. We estimated
the thickness for SAMs of oligo(ethylene glycol)s using both
fixed-angle XPS and angle-resolved XPS techniques. The results
of thicknesses for SAMs of HS(EG),CH; (n = 2—7) on Au"®
using angle-resolved XPS and fixed-angle XPS analysis are
summarized in Table S2. Figure S4 compares the experimental
thicknesses (measured by angle-resolved XPS) with calculated
lengths for both all-trans and helical conformations. The
thickness values of HS(EG),CH; are comparable with the all-
trans lengths when n = 2 and 3. When n > 3, the thicknesses are
comparable with the lengths of the helical conformations.
Further surface characterization using infrared reflection
absorption spectroscopy (IRRAS) identified the formation of
multiple conformational phases (helical, all-trans, and amor-
phous) in the monolayer for all lengths of HS(EG),CH; (n =
3—7). This result is compatible with the XPS data.

Measuring Current Densities by Tunneling. Table S6
summarizes the results for charge tunneling across SAMs of
oligo(ethylene glycol)s and n-alkanethiolates on Au™® using
what we call “selected” >° conical tips of Ga,O3/EGaln; we have
described this type of junction in detail previously.”” Measure-
ments of J(V) at forward and reverse biases (+0.5 V and +1.0
V) produced nearly symmetrical profiles with rectification ratios
(r = J(+V)/](=V)I) £ ~4 for both SAMs of alkanethiolates
and SAMs of oligo(ethylene glycol)s on gold. Using our
junction, this value of r is not large enough to be interpreted
and not statistically distinguishable from 1.

Our studies were carried out with junctions of the form
Au"SR//Ga,05/EGaln. Experimental studies of charge trans-
port across SAMs of alkanethiolates usinzg this junction and
others have been described extensively,””***” and the data
from these studies on gold serve as standards to which we
compare changes in rates of charge transport with changes in
molecular structure for other series of compounds (Table 1).
(In the study described here, the structural change is the
substitution of oxygen for a methylene group). We measured
charge transport by tunneling across the SAMs in the low-bias
regime (V = + 0.5 V), where f is independent of the applied
bias.***® For all systems, Gaussian mean values of (loglJt)
decreased linearly with increasing d (estimated by assuming a
trans-extended conformation for the (EG), group). Given the
complexity in the structure of SAMs of oligo(ethylene glycol)s,
we also approximated d, the distance between the electrodes, as
the number of non-hydrogen atoms in the backbone of the
molecules.
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Linear regression analyses of the values of (loglJl) versus d
yielded values of f§ for SAMs of oligo(ethylene glycol)s on gold
substrates (Figures 2 and S9). The value of 8 for SAMs of
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Figure 2. Plot of the Gaussian mean values of logl]Jl at +0.5 V versus
(a) the number of non-hydrogen atoms in the backbone of the
molecule, starting with carbon next to the sulfur atom and counting to
the final non-hydrogen atom (for example, number of atoms for
HS(EG),CH, is 7), and (b) the calculated length in A for an all-trans-
extended conformation from the anchoring sulfur atom that chemically
contacts to the surface of metal substrates to the distal hydrogen atom.
The solid line indicates data collected for oligo(ethylene glycol)s,
where 7 is the number of ethylene glycol units in HS(EG),CH;. The
error bars represent the standard deviation of the Gaussian mean
values (for details of measurements see the Supporting Information).

HS(EG),CH; was (), = 0.29 + 0.02 Nyom | when assuming
d to be the number of non-hydrogen atoms in the backbone of
molecule; this value is much lower than that measured for
SAMs of n-alkanethiolates on gold (fcy,), = 0.94 n -7
We also approximated d as the length of the trans-extended
molecule from the anchoring atom to the distal hydrogen atom
to calculate f3 in units of A™; this analysis yields By, = 0.24

atom
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A™' (Figure 2b), which is comparable to that describing
tunneling across SAMs of oligophenyls on gold (fcp,), = 0.28

A™")." Figure S9 shows analyses of (loglJl) versus d, where d is
approximated as the film thickness (measured with angle-
resolved XPS); this method gives f(zg), = 0.54 A™". Table 1
summarizes f and loglJy| values for SAMs of oligo(ethylene
glycol)s and compares them with those of other known
systems.

The disorder in the molecular structure of SAMs of
oligo(ethylene glycol)s, and the probable involvement of
multiple conformations, make it difficult to estimate the
width of the tunneling barrier (d) unambiguously. Moreover,
it makes the values of rates of charge transport less certain than
those estimated for SAMs of well-ordered n-alkanethiols.
Despite this heterogeneity in structure, there is a clear linear
dependence of (logljl) on the value of d, when d is
approximated either as the number of non-hydrogen atoms
along the backbone (Figure 2a) or by estimation for a trans-
extended conformation (Figure 2b). This observation suggests
that—for charge transport by hole tunneling across SAMs of
oligo(ethylene glycol)s—the atomic length of molecules (e.g,
the number of atoms in the chain) dominates the width of the
tunneling barrier, and not the defects of conformation or
regularity of packing of these molecules in the SAM.

To further examine the influence of the structure of SAMs of
oligo(ethylene glycol)s on current density, we compared the
current density across SAMs of HS(EG),CH; on Au"® with (i)
HS(EG),CH, (n = 3, 5) on template-stripped silver (Ag"™) and
(i) HOOC(EG),CH;> (n = 2, 3) on Ag"™ (Figures S7 and
S8). Changing the substrate from gold to silver and the
anchoring group from thiol to carboxylate influences the
structure of the SAM.®° Despite the change in substrate and
anchoring group, molecules of oligo(ethylene glycol), with
equivalent number of repeating units, produce comparable
current densities. The similar current densities between the
three classes of SAMs on silver and gold support the conclusion
that the length of the oligo(ethylene glycol) molecule—rather
than the details of its conformation—defines the width of the
tunneling barrier.

The difference in rates of charge transport between SAMs of
ethylene glycol and SAMs of alkanethiolate is unexpected, given
that both molecular systems (structures having both C—C and
C—O bonds) have electronic transitions that occur only at
wavelengths less than 200 nm,*"%* with corresponding
HOMO-LUMO gaps for both types of structures of about
7—8 eV, as calculated in the gas phase (Tables S10 and S11).>

Computed Molecular Orbital Structures. The differ-
ences in the structures of the molecular orbitals from DFT
calculations provide a rationalization for the change in f. DFT
calculations using the Becke three-parameter hybrid exchange-
correlation functional (B3LYP)® and split-valence basis sets
(def2-SVP)®* (see Supporting Information for full computa-
tional details) indicate that the HOMO is localized on the
sulfur anchoring atom in both alkanethiolates and thiolate-
terminated oligo(ethylene glycol)s bound to clusters of gold;
the energy of this orbital for the two structures is
indistinguishable (~ —5.6 eV, Table 2). Also, the high-lying
MOs located on the C—C o bonds of the backbone are similar
for both structures (~—8.0 eV, Table 2). The notable
differences in the computed molecular orbital structures are
due to oxygen lone-pair orbitals, which give rise to a set of high-
energy occupied MOs delocalized over the oligo(ethylene
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Table 2. Orbital Energies (eV) for the Spin-Up (alpha)
Molecular Orbitals Localized on (A) the Sulfur Atom, (B)
the Lone Pair of Oxygen and the C—H bond, and (C) the
C—C Bond for Thiol-Terminated Oligo(ethylene glycol) and
Dodecanethiolate on Au,, Clusters”

A. Cluster
AU](JS[CH;CHQO);CH;

MO, S alpha
Y
I

~5.672 eV (143a)
1
R
~5.678 eV (155a)
1
o
= Y
-5.603 eV (151 a)
MO, O/C—H alpha
R,

IR0

~6.817 eV (141a)
R

AU](JS{CHQCH30}4CH3

AUHJS(CHE) 1 1CH3

B. Cluster
AU](JS(CHQCH30)3CH3

AU](JS{CHECHEO)ACH} »--..
o :.")

i, g

- ¥

—6.833 eV (153a)
<

ey

—6.850 eV (189a)

AU1Us(C HgCHgO)‘;C H3

C. Cluster MO, C-C alpha
AuypS(CH>CH,0);CH; ;..__
s . :
~8475 eV (120a)

AU](]S(CHQCH}O}JCH}

—8‘.495 eV (130a)

."‘l
23:-"- AR,
-8.078 eV (138a)

“The results for the whole series of compounds (Au/S-
(CH,CH,0),CH;; n = 3-7) are shown in the Supporting
Information.

AU](JS(CHE]I 1CH3

glycol) backbone. The highest-energy MO for each oligo-
(ethylene glycol) chain length is shown in Table 2.

Our crucial observation is that the orbital energies of these
MOs formed from oxygen lone-pair orbitals and computed
using DFT follow the functional relationship predicted by the
superexchange tunneling model (eq 2) with good accuracy. By
fitting the orbital energies ¢; of these MOs in oligo(ethylene
glycol)s (S(EG),CH;, n = 3—7) bound to clusters of gold
(AuyS(EG),CH;) against their orbital indices j and the chain
lengths n, we are able to extract the determining parameters of
the superexchange model: the (hypothetical) energy of an
isolated oxygen lone-pair orbital (local orbital energy) &, =
(—6.99 + 0.007) eV and the coupling strength V = (—0.09 +
0.005) eV between the oxygen lone pairs at neighboring
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ethylene glycol units (see Table 3). The Supporting
Information describes the DFT calculations and the fit to the
superexchange model in more detail.

Table 3. Summary of the Superexchange Tunneling
Parameters, €, and V, for Oligo(ethylene)-,
Oligo(propylene)-, and Oligo(butylene glycol)s

cluster g, (eV) V (eV)
AuyS(CH,CH,0),CH, 699 + 0007  —0.09 + 0.005
Auy,S(CH,CH,CH,0),CH, —691 + 0004  —0.09 + 0.003
AuS(CH,CH,CH,CH,0),CH, ~ —685 + 0010  —0.05 + 0.010

Superexchange Model of Tunneling in Oligo(Ethylene
Glycol)s. The oxygen lone pairs have a (hypothetical) orbital
energy of ~—7.0 eV in the absence of superexchange
interactions; this value is still well below the HOMO energy
of ~—5.6 eV. The effect of the superexchange coupling is,
however, to create a set of high-energy, delocalized, occupied
MOs which extend along the molecular backbone (unlike the
HOMO which is localized predominately on the sulfur atom;
Table 2). We note that the interaction between occupied
orbitals (oxygen lone pairs) does not fit the textbook picture of
bond formation due to overlap between an occupied and a
vacant orbital. The coupling strength of the interaction between
oxygen lone pairs (IVl & 0.1 eV) is less than 5% of the bond
energies of typical bonds (2—4 V) and does not contribute to
the stabilization (or destabilization) of the oligo(ethylene
glycol) chains. Rather, it is due to a relatively weak quantum
mechanical (exchange) effect between the electrons occupying
the oxygen lone-pair orbitals on the neighboring ethylene glycol
units.

This proposal for an electronic basis for rapid hole tunneling
is similar to that which we proposed for hole tunneling across
SAMs of oligoglycine,”' and the two studies are thus mutually
reinforcing, especially since they involved two classes of
molecules with very different, molecular and electronic
structures. Studying the electronic structures of oligoether
chains of different composition gives us an opportunity to
investigate how the distance between the oxygen atoms along
the molecular backbone influences the molecular electronic
parameters relevant to hole tunneling. To this end, we
compared the results of the DFT calculations for oligo(ethylene
glycol)s bound to a (Au), cluster with those for oligo(1,3-
propanediol) (Au,,S(CH,CH,CH,0),CH;; n = 3—5) and
oligo(butane-1,4-diol) (Au,,S(CH,CH,CH,CH,0),CH;; n =
3—S5) similarly bound to gold (Au,,S(CH,CH,CH,0),CH;; n
= 1-3). Surprisingly, the coupling strength in the series of gold-
bound oligo(1,3-propanediol)s is indistinguishable from that in
oligo(ethylene glycol)s, despite the larger distance between the
oxygen atoms: £ = (—6.91 + 0.004) eV, V = (—0.09 + 0.003)
eV (see Table 3). Four —CH,— units between the oxygen
atoms are necessary to reduce the coupling strength to a value
that is effectively “non-interacting”; the series of gold-bound
oligo(1,4-butanediol) give &, = (—6.85 + 0.01) eV and V =
(—0.05 + 0.01) eV (Figures S12 and S13 and Table 3).

B CONCLUSION

The interaction of multiple oxygen atoms along the backbone
of SAMs of oligo(ethylene glycol)s (HS(EG),CH; (n = 1-7))
influences rates of charge transport by hole tunneling. The
value of f# of the simplified Simmons equation (Table 1) is
lower for SAMs of oligo(ethylene glycol)s on gold than for
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SAMs of n-alkanethiolates on gold and comparable to that of
oligophenylenes (—C¢H,—),. The oxygen atoms in the
backbone interact in a way that results in high-lying, delocalized
molecular orbitals at ~ —7 eV that arise from superexchange
coupling between neighboring lone-pair orbitals on oxygen.
(The orbitals localized on sulfur and on the C—C bonds are
unaffected, and their energies on molecules of oligo(ethylene
glycol)s and alkanethiolates are indistinguishable.) The strength
of the interactions between nearest oxygen atoms in oligo-
(ethylene glycol)s and oligo(1,3-propanediol)s is indistinguish-
able; this observation suggests that similar measurements in
rates of charge transport would be observed.

The strength of the interactions between nearest oxygen
atoms calculated using the superexchange model also ration-
alizes the high tunneling conductivity observed for oligogly-
cines.”’ Charge tunneling across SAMs of oligoglycine is
comparable to SAMs of oligophenyls®' and correlates with the
presence of high-lying, delocalized, occupied orbitals formed
from the 7 orbitals of the peptide bonds.

The rapid rate of tunneling across SAMs of both oligo-
(ethylene glycol) and oligoglycine suggests that these classes of
molecules should be considered as members of a new class of
organic electronic materials: good conductors by tunneling, but
poor conductors by electronic drift. The conductivity of these
compounds is also relevant to questions concerning the ability
of biopolymers (both proteins and nucleic acids) to support
charge tunneling. Moreover, the observation that calculated
interactions between neighboring amide bonds correlate with
experimentally observed rates of charge transport suggests that
the superexchange model will be useful as a predictive tool in
designing molecules with tunneling barriers engineered for
potential and topography.
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